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MILL TEST CΕRΤΙΕΙCΑΤΕ

Invoice No.: SΤGR4Α95ΟΙΤΟ7
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Stainless Steel Cold Rolled Coils ΒΑ frnish,as per AISI 430 Prime
00 S

Quality. Slitting Edge with paper interleaved

Steel Grade: AISI, 430

Surface Fiπish: ΒΑ

Specification: DIN ΕΝ 100882

Date: 2019/06/24

Page: Ρ02/Ρ02

Certificate No.: ΡΤΤW2S9SQυΤΟ7
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308 493 29 80 153

85S68540Β 0,041 0.460 0.370 0.034 0.004 0.200 16.010 0.033 0.010 0.160 308 493 29 80 153

85S68541Α 0.039 0.440 0.380 0.034 0.003 0.230 6.010 0,038 0.010 0.160 308 496 31 78 149

85S68541Β 0.039 0.440 0.380 0.034 0.003 0.230 16.010 0,038 0.010 0.160 308 496 31 78 149

85S68396ΒΑ 0.040 0.400 0.500 0.032 0.001 0.250 16.140 0.031 0.010 0.130 323 492 30 80 155

85S68396ΒΒ

COIL ΝΟ. Heat No. SIZE COIL Net Weight(Kgs) Remarks

8556$540Α ΥU282897 0.6mm Χ 1000mm XC 1 7,904

85S68540Β ΥU282897 0.6mm Χ 1000mm Χ C I 7775

85S68541Α ΥΤJ282864 0..7mmΧΙ000mmΧC .1 7,997

85S6&541Β ΥU282ό4 0.7mm Χ 1000mmXC I 7,699

85S683968Α ΥU282873 0,7mmΧ Ι250mmΧC 1 9,156
_____________________________________

Manager OfQA Dept.85S68396Β8 Υ13282873 0.7mm Χ Ι250mrnΧC Ι 8,545
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Subtotal 6 49,076
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We hereby certify that ιaεeriaΙ described kcr'ein has been manufactured and tested with sadsfacιο results

in accordance with the requirement of the above material specification.


